[bookmark: _GoBack]Unit 4
Rust Lab

Question: Which type of steel wool uses more oxygen to converts to rust?
Materials:
Steel wool
Vinegar 
2 test tubes
2 test tube clamps
1 ring stand
1 pie tin
Water
Ruler
Stop watch

Hypothesis: Write your hypothesis in an “If…Then…” statement

Name your independent variable:

Name your dependent variable: 

Perform an experiment that will allow you to test the question. 
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List the steps of your procedure:

Generate one data table (make sure to include units):

Generate one graph (make sure to include units and an accurate scale)

Analyze your data:

Discussion: Did your data support your hypothesis? Why or why not?

Reflection: How did your data compare to other groups? How was it different?
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